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DATE OF TEST CONDUCTED : 24.03.2026
TIME OF TEST CONDUCTED : 09:00hr - 17:00hr
PRODUCT NAME : FLOOR TILES
SAMPLE CODE : PORCELAIN GLAZED TILES (600X600mm)
RESULT OF THE MEASURMENT

TEST PARAMETER METHOD UNIT RESULT

TEMPERATURE OTM SECTION III
CHAPTER 2 °C
23.0

RELATIVE HUMIDITY OTM SECTION IIICHAPTER 2 %
48.1

TVOC OTM SECTION IIICHAPTER 2 µg/m3
488

Remarks: - All equipment data was recorded after considering the calibration result
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